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Client : Balls R Us Co.,Ltd.
3/6 Moo 9, Phuthamonthon 7 Rd.,
Ta-ta-lard,Sampran Nakornpathom 73110 Thailand

The following sample(s) was/were submitted and identified by client as:

Sample Description : Hockey Puck (Yellow Foam)

Sample No. : 1638642

Sample Condition : As per attached photograph

Manufacturer/Vendor :Balls R Us

Country of Origin : Thailand

Country of Destination  : Worldwide

Label Age Grading : 3 Years Old

Date Received : 3-Mar-2009 Date Commenced : 3-Mar-2009
Test Results : Please see the attached sheet.

CONCLUSION

The submitted sample comply with the requirement of the European Parliament and Council Directive 2005/84/EC.(amending
for the 22nd time Council Directive 76/769/EEC)

Signed for and on behalf of
SGS (Thailand) Limited

s
g

Pornpana Lirathpong
Hardlines Testing Manager
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TEST RESULTS

With reference to 2005/84/EC
Test method : With reference to EN 14372 : 2004 (E)

Substance or Group Name CAS No. Detection Result Limit
Limit (%) (%) (%)
Phthalates (Selected)
Sum of DINP, DIDP and DNOP - N.D. 0.1
Di-isononyl phthalate (DINP) 28553-12-0 0.005 N.D. -
Di-n-octyl phthalate (DNOP) 117-84-0 0.001 N.D. -
Di-isodecyl phthalate (DIDP) 26761-40-0 0.005 N.D. -
Sum of DEHP, DBP and BBP - N.D. 0.1
Di (2-ethylhexyl) phthalate (DEHP) 117-81-7 0.001 N.D. -
Benzyl butyl phthalate (BBP) 85-68-7 0.001 N.D. -
Di-butyl phthalate (DBP) 84-74-2 0.001 N.D. -
Remark : 1. % = Percentage based on weight of sample
2. N.D. = Not detected at the detection limit
3."-" = Not regulated
4. Result of yellow foam with blue screen
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SAMPLE/ATTACHMENT PICTURE

End of Report

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or ible at www.sgs. s_and_conditions.htm and, for electronic format
documents, subject to Terms and Conditi for El D at www.sgs. 5_e-d htm. is drawn to the limitation of liability, indemnification and jurisdiction issues defined
therein. Any holder of this is i that i i i hereon reflects the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The
Company's sole responsibility is to its Client and this does not parties to a ion from ising all their rights and obligatia under the i This cannot
be reproduced except in full, without prior written app of the Comp Any horized forgery or falsification of the content or app of this d is and offenders may be

prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

SGS (Thailand) Limited | Laboratory Services 41/23 Soi Rama Ill 53 Rama Il Road Chongnonsee Yannawa Bangkok 10120
t +66 (0)2 683 0541 294 74 85-90 f +66 (0)2 294 74 84 683 07 58 www.sgs.com

I Member of the SGS Group




